Geotechnical Design Report
11-SD-905 KP 18.5/19.3
EA 11-091801

Appendix B - Boring Logs

ii



Boring Number: B600-1
EA: 091801

Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3

Project Name: Phase |
Date Completed: 05-30-00

BORING LOG

Northing: 543,232.346
Easting: 1,935,127.409

Elevation: 162.57
Drilling Method: Mud rotary
Logged by: M. Skyrman

SUBSURFACE PROFILE SAMPLE Lab Data
Description > % Remarks
SC -
£ 2 .E S s g 3 <y g 2 g "g
3 E EIR 58|35 ¢ | 5|88 s
] 6| 2|2 2 || & = d |ec|22
off™y | Ground Surface
= NATIVE (Otay Formation)
13 | Sity Sandstone/Sandy Sitstone with 18
3 some clay (SM/ML), medium dense,
2 light brown, dry to moist, medium to
3 ;:i- fine-grained sand, friable, calcareous
4- 1 | deposits
a3
CE]
3 same, moist 317 2.70
65" 131.7 271 hammer sampler
12 29 300 |38 last 15 cm
74
831' same, dense 3
I
93
1033
T same, moist 270 2.73
114 264 195 | used hammerto
3 advance sampler
125
o o same, dense
13 i_ 4 47
145
<+
154
3
164 same, moist 285 195 |used hammerto
35 advance sampler
173 29.1 197
189 same, dense, small gray inclusions 40
193
203 6
21 -f- same, moist used hammer to
1 347 1.86 |advance sampler
24
T same, dense to v. dense 50
337
3
254
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BORING LOG
Boring Number: B600-1 Northing: 543,232.346
EA: 091801 Easting: 1,935,127.409
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 16257 z “
Project Name: Phase | Drilling Method: mud rotary
Date Completed: 05-30-00 Logged by: M. Skyrman
SUBSURFACE PROFILE SAMPLE Lab Data
> %‘ Remarks
Description &
- 2| | 8|z |58|88
g S 18|51 | 5|28 58
a 2 e a = d loc |22
26—3_ 8 same, v. dense %
27—3:
281
297
9
301
31 —E same, v. dense 52
323
333 10
E
359
I same, v. dense
3623 11 8o
1
37 -;_ End of Borehole
38l Piezometer installed
agd
12
40+
nEj
23
3 _E_— 13
ud
453
3
14
a7
e
4973 15
505"
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BORING LOG
Boring Number: B600-2 Northing: 543,197.280
EA: 091801 Easting: 1,935,195.757
Dist-Co-Rte-PM: 11-8D-905 KP 18.5/19.3 Elevation: 162.53
Project Name: Phase | Drilling Method: Mud rotary
Date Completed: 5-31-00 Logged by: M. Skyrman
SUBSURFACE PROFILE SAMPLE Lab Data
Description [ % Remarks
b4 & @ - © -
c 38 /2 8|g|8|z |82 82
g E|E(& S |8/ 5| g | 5 |83|ss
] N |2 || 2 (4 a = 3 o0 |32
ot ™My | Ground Surface
i NATIVE (Otay Formation)
13 | Sity, Clayey Sandstons (SW/SC), 15
3 medium dense, light brownlight gray,
2—r dry to moist, fine to medium grained,
3 I medium to high plasticity fines
1
)
53 used hammer to
3 23 282 (54 1.91 | advance sampler
6
12 same, medium dense to dense, 274
79 moist, calcareous deposits
3 friable 32
84
3
93
10 _E- 3 used hammer to
5}' advance sampler
114 : 36.1 1.86
. same, medium dense to dense,
12 -:[ v. small oxidation spots
13 —3_ 4 Co
143
15 —f_ used hammer to
7 advance sampler
16
5 313 1.94
173 same, medium dense to dense
185 3
19§-
20 éh 6 used hammer to
: g advance sampler
213+
2 —f: same, medium dense to dense
837 3
2 -F
E
254
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) BORING LOG
Boring Number: B600-2 Northing: 543,197.280

EA: 091801 Easting: 1,935,195.757
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 16253
Project Name: Phase | Drilling Method: Mud rotary a i i ans
Date Compieted: 5-31-00 Logged by: M. Skyrman

SUBSURFACE PROFILE SAMPLE Lab Data

Remarks
Description

Number
Type
N-Value
Recovery
PL (%)
MC (%)
LL (%)
Specific
Gravity
Wet Denslty
(g/lcm3)

4 Depth

D)
®

:Jups used hammer to
: advance sampler

[ ]
<

same, dense

3

el enaelaggly

8

bbby dasnal

I
©w

8

same, dense

{887 42

w
pry

3

- End of Borehole
- 10

& ¥ 8
e ety

&

— 11

2 8 9

sialaepalonnglarpils

5

e

PN
Py

F-3
N
T

T

13

T

R

erbasialaye il

&

14

paadeaygds
LA

5 X

ey togaadaaagds

H
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3
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BORING LOG
Boring Number: 8600-3 ) Northing: 543,301.383
EA: 091801 Easting: 1,935,262.950
Dist-Co-Rte-PM: 11-SD-905 KP 18.5119.3 Elevation: 164.77
Project Namg: Phase | Drilling Method: Mud rotary
Date Completed: 5-31-00 Logged by: M. Skyrman
SUBSURFACE PROFILE SAMPLE Lab Data
> %’ Remarks
Description 1 @ — (] -
£ 53 2 S8  s|5|z|82|8 2
g E|S5|& 2 (8|30 | 5|88 s8
4 n|Z (= 2 x| & = J lwo |z
oM™y |_Ground Surface
3 TURF (landscape area)
'3 ["NATIVE (otay Formation)
23 | sity, Clayey Sandstone (SM/SC), 4
3 dense, light brown/light gray, moist,
33 4 | fineto medium grained, medium to
41 | hish plasticity fines
CE}
E 355
sg- 1271
32 176
74 same, v. dense change to rock bit
8 _E_ 127+
CE]
1033
» E: same, v. dense 102
]
123
T
133_ 4
149
153
163 ;| same. light brown moist, risble 116+
174
183
193
203 8
21 —f- same, v. dense 84
23
nt7
245
3
53

Roadway Geotechnical Engineering
Southi 1115900 Folsom
Bivd.” JSacramento, CA(J (195819



BORING LOG

Boring Number: B600-3 Northing: 543,301.383
EA: 091801 Easting: 1935262950
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 164.77
Project Name: Phase ! Drilling Method: Mud rotary
Date Completed: 5-31-00 Logged by: M. Skyrman
SUBSURFACE PROFILE ‘ SAMPLE
> %‘ Remarks
mﬂm [ ® — o G
g Eéééig-\;.\?géﬁa
2 0| Q pre s(88
a &l 2|2 2 E a = 4 | eo |22
26-5—_ 8 same, v. dense 14
274
»i
nt
39
301 same, v. dense s
31 _} SS—7 102+
324 End of Borehole
33 _f— 10
343
ir—
35
363 11
1
373
381
N ECES
312
403
41 el
23
43 _E:- 13
43
T
463 14
nEl
3
48—+
©F 15
50
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BORING LOG

Boring Number: B600-4 Northing: 543,361.901
EA: 091801 Easting: 1,935,224.347
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 166.04
Project Name: Phase | Drilling Method: Mud rotary
Date Completed: 6-1-00 Logged by: M. Skyrman
SUBSURFACE PROFILE SAMPLE
> % Remarks
s 22 23| g & |58 48
g EIEI& S |83 |c| 5 |88ss
8 o |2 |~ 2 (5 a = J o0 | =82
of_l | ™y | Ground Surface
= TURF (landscape area)
1 F | NATIVE (Otay Formation)
23 Silty, Clayey Sandstone (SM/SC), 23
3 medium dense, light brown/light gray,
33 moist, fine to medium grained, low to
3 medium plasticity fines, weakly 2er0 Punch core, no
4 cemented, friable liners
57
5 3 same, v. dense 54
73
8 -3" same, moderately to well cemented 90%
F
93
103~
bo o 85 Switch to tri-cone
113 same, v. dense bit, too hard to
3 punch core
123
T
133
3 switch to drag bit
144
153
16 é same, v. dense %
173
183
19—;1
203
21 —f same, v. dense 116
23
23
243
25 3
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BORING LOG
Boring Number: B600-4 Northing: 543,361.901
EA: 091801 Easting: 1,935,.224.347
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 166.04
Project Name: Phase | Drilling Method: Mud rotary th%w s
Date Completed: 6-1-00 Logged by: M. Skyrman
SUBSURFACE PROFILE SAMPLE Lab Data
. 2 Remarks
Description . « | - o | B
£ §§§%sg§§§§8‘§
a. > O = (R
a | 2|2 2 é g = d |a0 |28
267 g same, v. dense 8
73
283
203
39
304
31 —f‘ same, v. dense, sandier 170+
24
33 _f— 10
+
343
383
T
363- 11 same, v. dense 157+
73
N
395
312
40
4 —5_ same, moderately to well-cemented 135+
23
R
“i
453
46—5— 14 same 177+
473 End of Borehole
3
485
503
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BORING LOG

Boring Number: B600-5

EA: 091801

Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3
Project Name: Phase |

Date Completed: 6-2-00

Northing: 543,323.973
Easting: 1,935,172.103

Elevation: 164.70
Drilling Method: Mud rotary
Logged by: M. Skyrman

SUBSURFACE PROFILE SAMPLE ‘Lab Data
Descrl > %’ Remarks
C. pﬂOl'l - P — o —
£ 518, §]8 =8| |52|22
2 EIE|& S (8|S (o | 5|88 88
a ® 2= 2 (4 a = 4 |loo|l22
oM™, |Ground Surface
=8 ASPHALT PAVEMENT
'3 | RoaDBASE
3
2 3 NATIVE (Otay Formation)
3—;_ 1 Sandy, Clayey Siltstone/Silty Clayey
3 Sandstone (ML/SM), hard/dense, 38 | zero
4T light brown/light gray, moist, fine to
5 3 medium grained, medium plasticity
T fines, friable, weakly cemented |30.4 used hammer to
6 3138 272 advance sampler
32 25 324 49
74 355 274 |1.86
3 same, medium dense to dense 29 | zero
8
CE]
103 3
I same, dense
1131 37
12 -%‘
13—5_ 4
143
153
3 same, v. dense
165 58
+5
173
18—5:
19—5-
2036
=l same, v. dense 123+
214
23
23317
24
3
25 —_—
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BORING LOG
Boring Number: B600-5 Northing: 543,323.973
EA: 091801 Easting: 1,935,172.103
Dist-Co-Rte-PM: 11-SD-905 KP 18.5/19.3 Elevation: 164.70
Project Name: Phase | Drilling Method: Mud rotary m
Date Completed: 6-2-00 Logged by: M. Skyrman ’
SUBSURFACE PROFILE SAMPLE. Lab Data
%‘ - Remarks
Description . e [ 5| _ | 2| _ lexlias
£ géiégsési’;‘as
a | 2| 2 || 2| |3 | sz
i
$S-6 150+
%63 g
7T
28]
el
297
39
30 ..
3 same, v. thin lenses of strong
L 3 887 140+
324
3310
R
35T
T same
SRy 152
T3
S
9T
312
401
=N same
43 165
a2
43 _E:' 13
e
453 :
3 same 0% 204 O
46314 diipsq | e
el 'End of Borehole
a3
EL
497 45
~
503
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